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Bondar-Clegg, Inc. . Geochemical
625 Spicg Island Dr. :
Buildg I, Unit A~ * Lab Report
*Sparks, Nevada 89431
702 (359-9330) BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: RON-3NN46.4 ( COMPLETE ) J

REFERENCE INFO: 1-300

CLTENT: BROHN MTNTNG CORPORATTON SUBMTTTED BY: BARRON
PROJECT: R9N-659 DATE PRINTED: 3N-JAN-9N

NUMBER OF LOWER
ORDER ELEMENT ANALYSES ~ DETECTION LIMIT EXTRACTION METHOD
1 Au Gold 61 (.02 oPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTTIONS NUMBER SANPLE PREPARATTIONS  NUMBER
Z OTHER DRILL TYPES 6N 2 -150 4N ASSAY PREP 60
SAMPLE PICKUP/MILE 1

REPORT COPIES TO: MR. JIM BARRON

INVOICE T0: MR. JIM BARRON
M. JIM BARRON




Bondar-Clegg, Inc. g hemi
625 Spice Island Dr. ‘ ;el )]C [nual
Building T, UnitA % Lab R rt

"Sparks, Nevada 89431

702 (359-9330) BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

. I'—DnTF.‘PR‘mn:U: 3T=JAN 9T J
REPORT: ROU-3M11146.4 I PROJECT: R90-659 PAGE 1

SAMPLE ELEMENT Au SARMPLE ELEMENT Au
NUMBER UNTTS oPT NUMBER UNITS 0PT
22 R90-659 N-5 n.012 22 R9N-659 20N-205 0.002
72 R90-659 5-10 <0.002 22 R90-659 205-210 0.002
72 R90-659 10-15 <n.nnz 22 R9N-659 21N-215 0.007
22 R90-659 15-20 n.un2 22 R9N-659 215-220 <0.002
72 R90-659 21-25 .04 12 R9N-659 220-225 0.003
72 R90-659 25-30 f.un3 22 R90-659 225-230 <0.002
72 R90-659 3N-35 HAf3- 004 22 R9N-659 23N-235 0.003
22 R90-659 35-401 [.004 22 RIN-659 235-240 0.005
22 R90-659 401-45 1.0nz 12 RIN-659 24N-245 0.007
72 R90-659 45-50 <f.un? 22 R9N-659 245-25I 0.006
22 R90-659 5HN-55 <0.onz 12 R9N-659 25N-255 0.008
72 R90-659 55-61 a.nn3 22 R9N-659 255-260 0.003
22 R90-659 6N-65 n.nin 22 RIN-659 260-265 0.010
72 R90-659 65-70 <n.un? 22 R9N-659 265-27N <0.002
22 R90-659 10-75 n.n1s 72 RIN-659 27N-275 0.008
Z2 R90-659 75-80 n.u03 22 R9N-659 275-280 0.012
72 R90-659 8N-85 <n.nnz 72 R9N-659 28N-285 0.008
72 R90-659 85-90 (.14 22 R9N-659 285-290 0.006
72 R90-659 9N-95 0.0n8 12 RIN-659 29N-295 0.012
72 R90-659 95-100 n.uo3 22 R90I-659 295-300 0.011
72 R90-659 10n-1n5 n.nn3
72 R90-659 105-110 0.005
22 R90-659 110-115 0.012
72 R90-659 115-1201 0.006
72 R90-659 12N-125 <0.002
72 R90-659 125-130 0.003
72 R90-659 130-135 0.005
72 R90-659 135-1410 <0.002
12 R90-659 1401-145 <0.002
72 R90-659 145-150 0.005
72 R90-659 150-155 0.002
/2 R90-659 155-160 0.004
72 R90-659 1601-165 0.004
72 R90-659 165-170 0.002
72 R90-659 17-175 <0.002
72 R90-659 175-180 <0.002
22 R90-659 18N-185 <0.002
22 R90-659 185-190 <0.002
22 R90-659 19N-195 <0.002

72 R90-659 195-200 0.007




Bondar-Clegs, Inc. Geochemical

625 Spice Island Dr.

Buildime, Unit A * Lab Report
“Sparks, Nevada 89431 .

702 (359-9330) BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

_DATE PRINTED: 30-JAN-98

REPORT: R9D-3NN46.4 l l PROJECT: R9N-659 PAGE 2
SAMPLE FL FHENT Au SAMPI F El FHENT Au
NUMBER UNITS OPT NUMBER INITS OPT
R90-659 30-35 0.003

. T
Dup| icate n.on =0 ©°F
R90-659 80-85 <0.002
Duplicate <0.002
R90-659 1401-145 <0.002
Duplicate <0.002
R90-659 190-195 <0.002
Duplicate <0.002
R90-659 2501-255 0.008

Duplicate n.nn7
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BROHM MINING CORPORATION
MR. JIM BARRON

PO BOX 485

DEADWOOD, SOUTH DAKOTA
57732

Bondar-Clegg, Inc.
625 Spice Island Dr.
Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

Invoice : R078446, Page 1

Date : 30-JAN-90

Report No: R90-30046.4
Project : R90-659

Reference: 0-300

BARRON

60 Analyses of Gold
Subtotal

Sample Preparation -- -
60 Samples of ASSAY PREP
1 Sample of SAMPLE PICKUP/MILE
Subtotal

Miscellaneous Charges
2% DEADWOOD SALES TAX
4% SOUTH DAKOTA SALES TAX
Subtotal

at § 7.00 $ 420.00
S 420.00

at $ 3.00 § 180.00
at $12.00 s 12.00
S 192.00

QB P I
gt S 68

S ey

' s 1t.52

Invoice Téta};

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

S 420.00
S 192.00
S 11.52

S 623.52 U.S.
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Bondar-Clegg, Inc.
625 Spice¥sland Dr.
Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

B

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: RON-30N47 4 ( COMPIETE )

| REFERENCE INFO: 300-705

CI TENT: BROHM MINING CORPORATION
PROJECT: R9N-659

SUBMTTTED BY: BARRON
DATE PRINTED: 1-FEB-91)

NURBER OF LOWER
ORDER ELEMENT ANALYSES ~ DETECTION LTMIT EXTRACTTON METHOD
1 Au Gald 81 (1.102 oPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
Z OTHER DRILL TYPES 81 2 150 81 ASSAY PREP 81
SANPIE PICKUP/HILE 4

REPORT COPIES T0: MR. JIM BARRON
fiR. JIM BARRON

INVOICE T0: MR. JIM BARRON




Bo“dar'clegy lnc- .
Building 1, Unit A

Sparks, Nevada 89431 PO
020599550 BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

AMIER Lo G

NATE DT 4L
I UHTT TRINTTU . L Tro=71h

REPORT: R901-3011147.4 PROJFCT: R90-659 PAGE 1
SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUABER UNTTS oPT
22 R90-659 30N-3N5 n.013 22 RIN-659 50N-505 0.071
Z2 R90-659 305-310 n.o12 12 RI0-659 505-510 0.075
72 R90-659 310-315 n.013 12 R9N-659 510-515 0.054
12 R90-659 315-320 0.011 22 R90-659 515-520 0.073
72 R90-659 32N-325 n.015 72 R90-659 520-525 0.069
12 R90-659 325-330 0.083 22 R90-659 525-530 0.062
72 R90-659 330-335 0.022 72 R9D-659 53N-535 0.078
72 R90-659 335-340 HH 015 22 R9NI-659 535-540 0.084
22 R90-659 34N0-345 n.n11 12 RIN-659 5401-545 0.055
72 R90-659 345-350 (1. ang 22 R9N-659 545-550 0.126
72 R90-659 35N-355 0.013 12 R9N-659 55N-555 0.170
72 R90-659 355-360 (1.m5s 22 R9N-659 555-56l1 B4t - //0O
22 R90-659 36N-365 0.014 22 RIN-659 56N-565 0.105
72 R90-659 365-370 (.3 12 RIN-659 565-570 0.068
72 R90-659 370-375 n.020 “W 22 RIN-659 570-575 0.048
72 R90-659 375-38I 0010 12 R9N-659 575-58(1 0.046
22 R90-659 38N-385 .05 1?2 R90-659 58N-585 0.037
72 R90-659 385-390 (1.022 22 R90-659 585-591 0.043
22 R90-659 39N-395 n.n15 2?2 R9N-659 59N-595 0.015
22 R90-659 395-400 (.08 22 R9N-659 595-600 0.016
72 R90-659 4NN-4N5 n.n3 22 RIN-659 6NN-6N5 0.023
72 R90-659 405-410 (.3 12 R90-659 605-610 BBh OGO
22 R90-659 41N-415 n.n12 22 RIN-659 61N-615 0.049
72 R90-659 415-420 0037 72 R90-659 615-6201 0.038
72 R90-659 4720-425 0.026 72 RIN-659 620-625 0.051
22 R90-659 425-430 n.o1n 12 RI-659 625-630 0.067
72 R90-659 43N-435 n.n19 22 RIN-659 63N-635 0.088
72 R90-659 435-440 f.015 22 RIN-659 635-640 0.081
12 R90-659 44N-445 0.012 72 R9N-659 6411 -645 0.077
72 R90-659 445-450 L4 013 72 R90-659 645-650 0.088
72 R90-659 45N-455 n.ni6 72 R9N-659 65N-655 0.101
72 R90-659 455-460 0.018 12 R90-659 655-660 0.036
72 R90-659 46N-465 N.014 12 RIN-659 66N-665 0.016
72 R90-659 465-4710 0.8 72 RIN-659 665-671 0.051 4
22 R90-659 47N-475 n.Nn51 22 RIN-659 670-675 0.070
72 R90-659 475-48( (1.075 12 RIN-659 675-68(1 0.045
72 R90-659 480-485 0.N66 12 R9N-659 681-685 0.035
72 R90-659 485-490 (1.056 22 RIN-659 685-691 0.027
12 R90-659 491-495 N.074 22 RIN-659 691-695 0.019
72 R90-659 495-500 == . 070 22 R9N-659 695-700 0.013




Bondar-Clegg, Inc.
625 Spice #sland Dr.
Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

— Geochemical
Lab Report
BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

DATE DPRINTEN 1-FER-OQN
R " e - *

REPORT: R90-30N47.4 PROJECT: R9N-659 PAGE 2
SAMPLE ELFMENT Au SAMPLF ELFHFNT Au
NUMBER UNITS oPT NUMBER UNITS 0PT

22 R90-659 700-715

0.un5




Bondar-Clelgg,dlnS- Geochemical
625 Spicesland Dr.
gu,ﬂdin’g 1, Unit A Lab Report
parks, Nevada 89431
702 (359-9330) m‘m
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
BAHPRINHD—=FFH=51
r REPORT: R9D-3DN47.4 { PROJECT: R9D-659 PAGE 3
SAMPLE El FHENT Au SANPILF EI FMENT Au
NUMBER INITS OPT NUMBER UNITS OPT
R90-659 335-340 0.014 ps
Duplicate 0.016 - '°
R90-659 385-390 0.022
Duplicate 0.023
R90-659 445-450 0.012 _
Duplicate 0.014 = -013
R90-659 495-510 0.0 -  s70
Duplicate 0.069
R90-659 555-56(1 0112 o 1o
Duplicate 0.107
R90-659 605-6101 0.064 -, 066
Duplicate 0.069
R90-659 665-670 0.051
Duplicate 1.051
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L P Bondar-Clegg, Inc.

. 625 Spice Istand Dr.

Building 1, Unit A

- Sparks, Nevada 89431
BONDAR-CLEGG . 702 (359-9330)

Invoice ; R078479, Page 1
BROHM MINING CORPORATION

MR. JIM BARRON Date : 1-FEB-90
PO BOX 485

DEADWOOD, SOUTH DAKOTA Report No: R90-30047.4
57732 Project : R90-659

Reference: 300-705

b e s ol Add ol ., | Soondbllan Sl fed Sl

BARRON
81 Analyses of Gold at 6 7.00 s 567.00
Subtotal S 567.00 S 567.00
Sample Preparation
81 Samples of ASSAY PREP * at 8 3.00-$ - 243.00
1 Sample of SAMPLE PICKUP/MILE at $§12.00 s 12.00
Subtotal $ 255.00 S 255.00

Miscellaneous Charges

2% DEADWOOD SALES TAX S 5.10
4% SOUTH DAKOTA SALES TAX ) 10,20
Subtotal 8 15.30 5 15.30

Invoice Total: ™ = — $ 837.30 U.S.

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED






Bondar-Clegg, Inc. Geochemical
625 Spice Island Dr.  **

Building 1, UMt A Lab Report
Sparks, Nevada 89431

702 (359-9330) BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R9N-30N53.4 ( COMPLETE ) REFERENCE INFO: 705-865
CITENT: BRORM MINTNG CORPORATTON SUBNTTTED BY: BARRON
PROJECT: R9N-659 DATE PRINTED:  2-FFB-9I
NUNBER OF LOMER
ORDER ELEMENT ANALYSES ~ DETECTION LIMIT FXIRACTTON METHOD
1 Au Gold 32 {1.u02 opT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SANPLE PREPARATIONS  NUMBER

Z OTHER DRILL TYPES 32 2 -150 32 ASSAY PREP 32
EXCESSIVE WFTNESS/LB 611

REPORT COPIES T0: MR. JIM BARRON INVOICE T0: MR. JTM BARRON
fik. JIM BARRON




ot Clgly o L™ Geochemical
625 Spice Island Dr. =~
Building 1, Uit A Lab Report
Sparks, Nevada 89431
702 (359-9330) BWDAH'BLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

NATE DRTNTEN. 2 _ERR _On
L8 0 B A A v LA B = i

T

REPORT: R9II-301(153.4 PROJFCT: R9N-659 PAGE 1
SANPLE ELENENT fu
NUMBER UNITS — OPT
72 R9D-659 705-71N 0.006
22 R90-659 710715 0.005
22 R9D-659 715-72N 0.015
72 R9D-659 7201-725 0.011
72 R9D-659 725-730 0.054
22 R90-659 7301-735 0.028
22 R9D-659 735-74N 0.013
22 R9D-659 7401-745 0.070
72 R9D-659 745-750 0.037
22 R9D-659 7501-755 0.021
72 R90-659 755-760 0.018
22 R90-659 7611765 0.023
72 R90-659 765-770 0.037
22 R90-659 7701-775 BB24 020
22 R9D-659 775-781 0.030
72 R9D-659 7801-785 0.017
72 R90-659 785-79N 0.020
72 R90-659 7901- 795 0.007
72 R9D-659 795-80N 0.004
22 R90-659 8IIM1- 8015 0.008
72 R90-659 8N5-81N 0.030
22 R9D-659 810-815 0.003
72 R90-659 815-821 0.005
72 R90-659 820-825 0.006
22 R90-659 825-830 0.015
72 R9D-659 8301-835 8+ .0 )4
22 R9D-659 835-840 0.006
72 R90-659 8401-845 0.012
72 R90-659 845-850 0.014
72 R90-659 8501-855 0.080
72 R9D-659 855-860 0.053

22 R90-659 8601-865 1.012




Bonga;-cllefg.dhg. } Geochemical
625 Spice Island Dr.
Building 1, UnitA Lab Report
Sparks, Nevada 89431
702 (359-9330) m‘m

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

DATE DOTATEN . J.CED OnN
AR S T S AR e 4 T ™

[ REPORT: R9D-31N53.4 PROJECT: R9N 659 PAGE 2
SAMPLE Fl FRHENT Au
NUMBER UNITS oPT
R90-659 720-725 0.011
Duplicate 0.011
R90-659 770-775 0.021 = .p020
Duplicate 0.018

R90-659 83(1-835
Duplicate

0.016
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BONDAR-CLEGG

BROHM MINING CORPORATION
MR. JIM BARRON

PO BOX 485

DEADWOOD, SOUTH DAKOTA

Invoice

Date

: R078490,

2-FEB-90

Bondar-Clegg, Inc.
625 Spice Island Dr.

Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

Page 1

Report No: R90-30053.4

57732 Project : R90-659
Reference: 705-865
BARRON
32 Analyses of Gold at § 7.00 § 224.00
Subtotal S 224.00 S 224.00
Sample Preparation ; ‘ _ ]
32 Samples of ASSAY PREP at § 3.00 S 96.00
611 Samples of EXCESSIVE WETNESS/LB at $ 0.20 § 122.20
Subtotal $ 218.20 $ 218.20
Miscel laneous Charges .
2% DEADWOOD SALES TAX oS, .., 4+36
4% S. DAKOTA SALES TAX |  Beéryi . e S 8473
Subtotal ] T M@ 013,09 s 13.09
] P .
£ ooy s | ey
._"‘}S‘Téé Total: f $ 455.29 U.S.
2 E 2 ;‘!. 1. \ ’ g "’-‘~' - A R S SRS . SR <
i i} 5 ' & 3 ; ¥
i i ¥
1IN~ ]

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED
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Coordinates Project - Hole No X 70 ~¢37 4
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Contractor

Coordinates Project ~—. Hole No. ST e,
Orilt Type Casing Depth State _ Shéer 3 ot ' St o
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Conteactor Coordinates Project — Hole no._.KZL’_é5,9
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